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EMSL Analytical, Inc.
Attn Deena DePalma
Ecology & Environment
11550 New Castle Avenue
Suite 250
Baton Rouge LA 70816

6330 East 75th Street, Suite 152
Indianapolis, Indiana 46250
Phone (317) 570-5892 Fax (317) 570-5894

Friday May 01 1998

Ref Number IN981311

POLARIZED LIGHT MICROSCOPY (PLM)

Performed by EPA 600/R-93/116 Method*

Project 020601-WEST BANK ASBESTOS

SAMPLE LOCATION APPEARANCE
SAMPLE

TREATMENT

ASBESTOS

% TYPE

NONASBESTOS

% FIBROUS % NONFIBROUS

WBS1876G01 Brown

Non Fibrous
Homogeneous

Crushed 2% Chrysolite

1 % Crocidolite

97% Other

|WBS1876G02 Brown

Non Fibrous
Homogeneous

Crushed None Detected 100% other

WBS1904G01 Brown

i Non Fibrous
[ Homogeneous

IWBS1938G04 Brown

Non Fibrous
Homogeneous

Crushed 2% Chrysotile

1%Crocidohte

Crushed 2% Amosite

2% Crocidolite

97% Other

96% Other

WBS1938G05 Brown

Non Fibrous
Homogeneous

Crushed < 1% Chrysolite

< 1 % Amosite

100% Other

WBS1938G06 Brown

Non Fibrous
Homogeneous

Crushed 1% Chrysolite
< 1% Amosile

99% Other

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each componenl is analyzed separately
Also # of Layers refers to number of separable subsamples

NY samples also analyzed by ELAP 198 1 Method

Richard K Hardina
Analyst

Approved
Signatory

Disclaimers PLM has been Known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot
be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by
NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid
Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples
Analysis performed by EMSL of Indianapolis (NVLAP Air and Bulk #200188-0)

(b) (6)



EMSL Analytical, Inc.
Attn Deena DePalma
Ecology & Environment
11550 New Castle Avenue
Suite 250
Baton Rouge LA 70816

6330 East 75th Street, Suite 152
Indianapolis, Indiana 46250
Phone (317)5 70-5892 Fax (317)5 70-5894

Friday May 01 1998

Ref Number IN981311

POLARIZED LIGHT MICROSCOPY (PLM)

Performed by EPA 600/R-93/116 Method*

Project 020601 - WEST BANK ASBESTOS

SAMPLE LOCATION APPEARANCE
SAMPLE

TREATMENT

ASBESTOS

% TYPE
NONASBESTOS

% FIBROUS % NONFIBROUS

WBS1938G07 Brown

Non Fibrous

Homogeneous

Crushed 3% Chrysolite

< 1 % Amosite
97% Olher

WBS1938G08 Brown

Non Fibrous

Homogeneous

Crushed 1 % C

1 % fi

Chrysolite

Amosite
98% Other

Commenls For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also W of Layers refers to number of separable subsamples

NY samples also analyzed by ELAP 198 1 Method

Richard K Hardina
Analyst

Approved
Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot
be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by
NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid
Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples
Analysis performed by EMSL of Indianapolis (NVLAP Air and Bulk #200188 0)

(b) (6)



PLM Analysis Worksheet

Client Ecology & Environment Logged 4/30/98 TAT 1 Day

Address 1 1550 New Castle Avenue C

Suite 250

Baton Rouge LA 70816

Fax (504)363 4732

Projecl 020601 WEST BANK ASBESTOS

ate/Time Due 5/1/98 9 00 AM

Special Handling Billing Number

IN981311

Appearance Treatmenl | Asbestos Results Fibrous
1 Brown 6 Various
•> Grey 7 Black
3 Tan 8 Silver
4 White 9 Blue
5 Red 0 Orange

1 Fibrous 1 Homogeneous
2 Non Fibrous 2 Heterogeneous
3 Other 3 Other

4 Layers (/*)

1 Teased
2 Crushed
3 Dissolved
4 Ashed

Sample

I
I

Location Appearance

1

2
I

/

Treatmenl

1 Chrysotile (1 Cellulose
2 Amosite 2 Glass
3 Amhophyllite 3 Mm Wool
4 Trenulitt 4 Synthetic
5 Actmolne 5 Other
6 Crocidolite 6 Wollastomle
0 None Detected 7 Hair

Fibrous

% ASBESTOS Type °/

!C(,^jJe i i

,rC^c cU t-d

/;£

Non Fibrous Optical
i Quartz Properties
2 Mica

1 3 Gypsum
U Cal Carbonate
5 Matnx , , w M

6 Perlite ; z suv0»
7 Other ] s^afl

Non Fibrous # i r. . u. . r^u

i Type % iLayers '"• j™~

?• 3? / J1/ ' / r ^ y - ^ J /

/ M f '̂ jL
1 P B . E f /

. A- { / // / j /
-*v 1 II

2

Go?

Go?

Analyst >C
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? *? ?•

7

/ f V

•5 9 / /- ' / j L , , M / 5
_ . r*~ ^- (0 *^ ^"O C C^ ° I C /

1 , ^ /B / E /J
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/ / -^M
3. f / E . / . / . _

Date ---5/7/^-0 Computer -^

EMSL Xlna/yfrca/ Inc 6330 E 75th St Suite 152 Indianapolis IN 46250
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OFFICIAL
CHAIN OF CUSTODY RECORD

PROJECT NAME

STATION LOCATION

Relinquished by (Signature)Relinquished by (Signtture)

Relinquished by ISignaturt) Received by (Signature) Relinquished by (Signature)

Relinquished by (Signaturtl Received for Laboratory by

Airbill Number gQQg 5ff

Distribution White Accompanies Shipment Pink to Coordinator Fipld Files
rn« -irnn ci Green to Report Yellow Returns with Warrant
hrA /bUU-DJ

(11/96)
6- 10216

(b) (6)

(b) (6)



EMSL Analytical, Inc.
6330 East 75th Street, Suite 152
Indianapolis, Indiana 46250
Phone (317) 570-5892 Fax (317) 570-5894

Attn Deena DePalma
Ecology & Environment
1 1550 New Castle Avenue

Baton Rouge LA 70816
RECDMAY1H998«^wv

Monday May 04 1998

Ref Number IN981340

POLARIZED LIGHT MICROSCOPY (PLM)

Performed by EPA 600/R-93/116 Method*

Project 020601 WESTBANK ASBESTOS REMOVAL

SAMPLE LOCATION APPEARANCE
SAMPLE

TREATMENT

ASBESTOS

% TYPE

NONASBESTOS

FIBROUS % NONFIBROU.

WBS1953G01 Brown

Non Fibrous
Homogeneous

Crushed < 1 % Chrysotile

< 1 % Crocidolite
80% Quartz
20% Other

WBS992G04 Brown

Non Fibrous
Homogeneous

Crushed 1% Chrysotile

1% Crocidolite

WBS1897G01 Brown

Non Fibrous
Homogeneous

Crushed 1 % Chrysotile

78% Quartz
20% Other

80% Quartz
20% Other

97G02 Brown

Non Fibrous
Homogeneous

Crushed 1% Chrysotile

2% Crocidolite

77%

20%

3S1897G03 Brown

Non Fibrous
Homogeneous

Crushed < 1 % Chrysotile f80% Quartz
20% Other

WBS1897G04 Brown

Non Fibrous
Homogeneous

Crushed < 1% Chrysotile

< 1 % Crocidolite
80% Qua

20% Othf

Commenls For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also # of Layers refers to number of separable subsamples

NY samples also analyzed by ELAP 198 1 Method

Mjarqaret Phillips
Analyst

Approved
Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot
be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by
NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid
Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples
Analysis performed by EMSL of Indianapolis (NVLAP Air and Bulk #200188-0)

(b) (6)



EMSL Analytical, Inc.
6330 East 75th Street, Suite 152
Indianapolis, Indiana 46250
Phone (317) 570-5892 Fax (317) 570-5894

Attn Deena DePalma
Ecology & Environment
11550 New Castle Avenue
Suite 250
Baton Rouge LA 70816

Monday May 04 1998

Ref Number IN981340

POLARIZED LIGHT MICROSCOPY (PLM)

Performed by EPA 600/R-93/116 Method*

Project 020601 WESTBANK ASBESTOS REMOVAL

SAMPLE LOCATION APPEARANCE
SAMPLE

TREATMENT

ASBESTOS

% TYPE

NONASBESTOS

FIBROUS % NONFIBROUS

WBS1844G01 Brown

Non Fibrous
Homogeneous

Crushed 1% Chrysotile

2% Crocidolite

77% Quartz

20% Other

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also # of Layers refers to number of separable subsamples

NY samples also analyzed by ELAP 198 1 Method

roaret Phillips
Analyst

Approved
Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot
be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by
NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid
Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples

(b) (6)



PLM Analysis Worksheet

Client Ecology & Environment

Address 11550 New Castle Avenue

Logged 5/1/98

Date/Time Due 5/4/98

TAT 1 Day

800AM
ouue ̂ .ju

Baton Rouge LA 70816 Special Handling Billing Number
Fax (504)363 4732

IN981340

Project 020601 WESTBANK ASBESTOS REMOVAL

Appearance Treatment Asbestos Results j Fibrous Non Fibrous Optical
1 Brown 6 Various
2 Grey 7 Black
3 Tan 8 Silver
4 White 9 Blue
5 Red 0 Orange

Sample

1

^

^ .

/\ (I

,««*h

,

1 Fibrous 1 Homogeneous 1 Teased 1 Chrysotile 1 Cellulose 1 Quartz Properties
'2 Non-1- ibrous 2 Heterogeneous 2 Crushed 2 Amosite 2 Glass 2 Mica c
3 Other ,3 Other 3 Dissolved 3 AnthophyUite 3 Mm Wool 3 Gypsum

4 IjiyeniW 4 Ashed 4 Tremolite 4 Synthetic 4 Cal Carbonate
5 Acunolne 5 Other 5 Matrix , M s

f ft £rnntinlit* 6 Wollastamte 6 Perlite I j XVVIH i
io None Detected 7 Hair 7 Other ' ' *••*

Fibrous Non Fibrous # !*" i'CS !£±L
Location Appearance Treatment % ASBESTOS i Type % Type % Layers "* "**"

/ j J~<(<ry I $0 ASV' /^ 1 ' 7/

^ -i ! 6-*/7, 1 <2o JM / s JL

\ "" ' [ PZ f ( E_l/ l
1 1 1 I I

1 / f f l - 7 0 ^ M S=2 fa - I "/» 7 <2o i ( ^
£~~ p ,̂ B , E /

; ^ ^ i ' / A
' , _ J n —

9 1 -7 o , vi / s^ JL. i , 7 ^o / /
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B ( E / /1 i ii
M S
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I
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(

1 7

^

Analyst Date Computer Date

EMSL Analytical Inc 6330 £ 75tf> St Surfe ?52 Indianapolis IN 46250



I ) I

OFFICIAL
CHAIN OF CUSTODY RECORD

STA NO DATE TIME STATION LOCATION

NO

OF

CON
TAINERS

REMARKS

EPA TA6-
WBS/953 x (, - IS) >

1163 X
W8SIW

G03 K X

M>\ X

Relinquished by (Signiturel Date /Time Relinquished by ISigniwrel Date / Time Received by fSigntturt)

Relinquished by (Signawrt)

Relinquished by (Sigmturt)

Shipped by

Date /Time Received by (Signature) Relinquished by (Signature) Date / Time Received by (Stgnitunl

Date /Time Received for Laboratory by
ISigntturfl

Date /Time

Mrfa.ll Number ftY) ff *)$ 39 3l £5

EPA 7500-53
(11/96)

Distribution White Accompanies Shipment Pink to Coordinator Field Files
Green to Report Yellow Returns with Warrant

Remarks

6- 10230

(b) (6)

(b) (6)



EMSL Analytical, Inc.
6330 East 75th Street, Suite 152
Indianapolis, Indiana 46250
Phone (317) 570-5892 Fax (317) 570-5894

Attn Gregory Day
Ecology & Environment
11550 New Castle Avenue
Suite 250
Baton Rouge LA 70816

Tuesday May 05 1998

Ref Number IN981344

POLARIZED LIGHT MICROSCOPY (PLM)

Performed by EPA 600/R-93/116 Method*

Project 020601 WESTBANK ASBESTOS

SAMPLE LOCATION APPEARANCE
SAMPLE

TREATMENT

ASBESTOS

% TYPE

NONASBESTOS

FIBROUS % NONFIBROUk

WBS1894G01 Brown

Non Fibrous
Homogeneous

Crushed None Detected 80% Quartz

20% Other

WBS1897G05 Brown

Non Fibrous
Homogeneous

Crushed None Detected 80% Quartz

20% Other

WBS1897G06 Brown

Non Fibrous
Homogeneous

Crushed None Detecte

WBS1932G01 Brown

Non Fibrous
Homogeneous

Crushed 3% Chrysotile 77

20

80% Quartz

20% Other

77% Quartz

20% Other

WBS1964G01 Brown

Non Fibrous
Homogeneous

Crushed None Detected

!

80% Qu

20% Oth

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also # of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

Maraaret Phillips
Analyst

Approved
Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot
be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by
NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid
Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples
Analysis performed by EMSL of Indianapolis (NVLAP Air and Bulk #200188-0)

(b) (6)



ENVIRONMENTAL PROTECTION AGENCY

OFFICIAL
CHAIN OF CUSTODY RECORD

&PROJ NO PROJECT NAME

SAMPLERS

STA NO TIME STATION LOCATION

NO

OF

CON
TAINERS

REMARKS

Pttfl 0<|CO X 4>-/5l"?50

X

*
L-FI

TR
t±£± V R£k

Relinquished by (Sjgn»turt) Date/Time Received by ISignttun) Relinquished by (Signttun) Date/Time Received by (Signature)

Relmqui Date /Time Received by Relinquished by IStgntturt) Date/Time Received by (Signtture)

Relinquished by (Stgmtunl Date/Time Received for Laboratory by
(Signtttift)

Date /Time

Shipped by f=~£"D EX Airbill Number

EPA 7500-53

Distribution White Accompanies Shipment Pink to Coordinator Field Files
Green to Report; Yellow Returns with Warrant

Remarks

6" 10229

(b) (6)

(b) (6)



EMSL Analytical, Inc.
6330 East 75th Street, Suite 152
Indianapolis, Indiana 46250
Phone (317) 570-5892 Fax (317) 570-5894

Attn Deena DePalma
Ecology & Environment
11550 New Castle
Suite 250
Baton Rouge LA 70816

RECD MAY 1 1 1998

Wednesday May 06 1998

Ref Number IN981362

POLARIZED LIGHT MICROSCOPY (PLM)

Performed by EPA 600/R-93/116 Method*

Project 020601 WESTBANK ASBESTOS

SAMPLE LOCATION APPEARANCE
SAMPLE

TREATMENT

ASBESTOS

TYPE %

NONASBESTOS

FIBROUS % NONFIBROUS

WBS1984G01 Brown

Non Fibrous
Homogeneous

Crushed None Detected 80% Quartz

20% Other

WBS1667G01 Brown

Non Fibrous
Homogeneous

Crushed 2% Chrysotile

1 % Crocidolite

77% Quartz

20% Other

WBS1877G01 Brown

Non Fibrous
Homogeneous

Crushed < 1% Chrysotile

< 1 % Crocidolite

80% Quartz

20% Other

WBS1877G02 Brown

Non Fibrous
Homogeneous

WBS1924G01 Brown

Non Fibrous
Homogeneous

Crushed

Crushed

< 1% Chrysotile

< 1 % Crocidolite

2% Chrysotile

< 1 % Crocidolite

80% Quartz

20% Other

78% Quartz

20% Other

WBS1924G02 Brown

Non Fibrous
Homogeneous

Crushed < 1 % Crocidolite 80% Quartz

20% Other

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also # of Layers refers to number of separable subsamples

NY samples also analyzed by ELAP 198 1 Method

rgaret Phillips
Analyst

Approved
Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot
be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by
NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid
Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples
Analysis performed by EMSL of Indianapolis (NVLAP Air and Bulk #2001 88-0)

(b) (6)



PLM Analysis Worksheet

Client Ecology & Environment

Address 11550 New Castle Avenue
Suite 250
Baton Rouge LA 70816

Fax (504)363 4732

Project 020601 WESTBANK ASBESTOS

Logged 5/5/98

Date/Time Due 5/6/98

TAT 1 Day

900AM

Special Handling Billing Number

IN981362

2
3

5

/

I

>

Appearance Treatment
Brown 6 Various 1 1 Fibrous 1 1 Homogeneous 1 Teased
Grey 7 Black 2 Non-Fibrous '2 Heterogeneous 2 Crushed
Tan 8 Silver |3 Other ,3 Other 3 Dissolved
White 9 Blue 4 Layers (tf) 4 Ashed
Red 0 Orange

Sample Location > Appearance Treatment

I I
i I

[,/i<. ., ' &*-
UKV I4#M, 1

/
Z

llobl $°\ '
1

2* o-<r

}

Z j_
I Q ( I b) *~* *

I i

2- J-*j>

1

*~ P-

I<U</ (,c3- '
1 i

Asbestos Results Fibrous Non Fibrous Optical
1 Chrysotile 1 Cellulose 1 Quartz Properties

3 Amhophyllite 3 Mm Wool '3 Gypsum
4 Tremolne 4 Synthetic "> Cal Carbonate
5 Actinolite 5 Other 5 Matrix , w M !

6 Crocidolite 6 Wollastontte 6 Perlite i smith
0 None Detected 7 Hair 7 Other ' s»-*

Fibrous Non Fibrous # T" "C i l"£L*
% ASBESTOS Type % Type % Layers '"* "**"

fi/0 1 fO ' "

7 ' n M S
^<o

P 8 E
t

I -,2"7~ i ' \ i 111 f.^ i,^iil i -
(*-( "7* 1 £o ,'M / s ^ *.

\ p B / E i /
f £ 1 ^T i f /^ <n J L^ -i

/ ^ / #7 -~1 £i Q M / S -> 71

P B E i .
2. *• f i|i 1

/ / "7 — j -io M s "*

"̂  v < E f /i f

/ - ^^ / 78 / W / ' 5 > L / 7 / \ /

/ °7 "7 ' M S \

t P B E 1
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7 5^ ^V1 ^-s

p, | r
1 »

i i P B E

Analyst

^
Computer

EMSL Analytical Inc. 6330 E 75th St Suite 152 Indianapolis IN 46250
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OFFICIAL
CHAIN OF CUSTODY RECORD

PROJ NO PROJECT NAME

SAMPLERS

STA NO DATE TIME
8

STATION LOCATION

NO

OF

CON
TAINERS

±

REMARKS ,!

£pl\ +Z.G) tt I

X

V

X
IX
y

X 4 -

r i

Relinquished by (Signature) Date/Time Revived by (Signature)

MM
Relinquished by (Signature) Date/Time Received by (Stgnttvrt)

Relinquished by ISigntturtl Date / Time Deceived by (Signature) Relinquished by (Signature) Date / Time Received by (Signature)

Relinquished by (Signature) Date /Time Received for Laboratory by
(Signtturtl

Date /Time

Shipped^ Atrblll Number g>Qty g 5 ̂

EPA 7500-53
(11/96)

Distribution White Accompanies Shipment Pink to Coordinator Field Files
Green to Report Yellow Returns with Warrant

Remarks

6- 10228

(b) (6)



EMSL Analytical, Inc.
6330 East 75th Street, Suite 152

Phone (317) 570-5892 Fax (317) 570-5894

Attn Alma Rillera
Ecology & Environment
11550 New Castle Avenue
Suite 250
Baton Rouge LA 70816

Thursday May 07 1998

Ret Number IN981371

POLARIZED LIGHT MICROSCOPY (PLM)

Performed by EPA 600/R-93/116 Method*

Project 020601 WESTBANK ASBESTOS

SAMPLE LOCATION APPEARANCE

WBS1880G01 Brown

Non Fibrous
Homogeneous

SAMPLE
TREATMENT

Crushed

ASBESTOS

% TYPE

1 % Chrysotile

1% Crocidolite

%

NONASBESTOS

FIBROUS % NON FIBROU

78% Quartz

20% Other

WBS1880G02 Brown

Non Fibrous

Homogeneous

Crushed 1% Chrysotile

1% Crocidolite

78% Quartz

20% Other

WBS1880G03 Brown

Non Fibrous
Homogeneous

Crushed 1 % Chrysotile

1 % Crocidolite

78% Quartz

20% Other

WBS1983G01 Brown

Non Fibrous
Homogeneous

Crushed 3% Chrysotile

1 % Crocidolite

WBS1841&184
2G01

Brown

Non Fibrous
Homogeneous

Crushed 2% Chrysotile

< 1 % Crocidolite

76% Quartz

20% Other

78% Quartz

20% Other

WBS1841&184
2G02

Brown

Non Fibrous

Homogeneous

Crushed 2% Chrysotile

1% Crocidolite

77% Quartz
20% Other

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also # of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

Approved
Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot
be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by
NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid
Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples
Analysis performed by EMSL of Indianapolis (NVLAP Air and Bulk #200188 0)

(b) (6)



OFFICIAL
CHAIN OF CUSTODY RECORD

PROJ NO PROJECT NAME

SAMPLERS (Signature)

STA NO DATE TIME STATION LOCATION

NO

OF

CON
TAINERS

REMARKS

7*9 #

£«3-
vJ6t If fO

V

X

&&Z

Relinquished by (Signature)

Odrncu fattx**-
Date /Time

5-5-93
Received by. (Signature Relinquished by (Signature)

M$+_
Date / Time Received by (Signature)

Relinquished by (Signature) Date /Time Received by (Signature) Relinquished by (Signature) Date /Time Received by (Signature)

Relinquished by (Signature) Date /Time Received for Laboratory by
(Signature)

Date /Time

Shipped by fej Airbill Number g 1 S

EPA 7500-53

Distribution White Accompanies Shipment Pink to Coordinator Field Files
Green to Report Yellow Returns with Warrant

Remarks

10217

(b) (6)

(b) (6)



PLM Analysis Worksheet

Client Ecolqgy & Environment Logged 5/6/98 TAT 1 Day

ddress 1 1 550 New Castle Avenue
Suite 250
Baton Rouge LA 70816

Fax (504) 363 - 4732

Project 020601 WESTBANK ASBESTOS

Appearance Tre
Brown 6 Various 1 Fibrous 1 Homogeneous 1 Te

2 Grey 1 Black 2 Non-Fibrous 2 Heterogeneous 2 Cn
3 Tan 8 Silver 3 Other 3 Other 3 Ois
4 White 9 Blue 4 Layers (#) 4 As)

i 5 Red 0 Orange

Sample Location Appearance Tre

tilfi^ '̂

Date/Time Due 5/7/98 9 00 AM

i

atment Asbestos Results
ased 1 Chrysoule
jshed 2 Amosite
solved 3 Amhophyllite
led 4 Tremolite

5 Acunohte
6 CroanYilite
0 NoneDeteaed

atment % ASBESTOS

l-\1* '

1 6 - / la

Special Handling Billing Number

IN981371

Fibrous Non Fibrous Optical
1 Cellulose 1 Quartz Properties
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 i '
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/ 7^ /.S^ / S f / T )

7 &0 IM ( s p.

;2fa^o • 1 : ^ "^B( f E ~ / / i
i

! , 1

P-

nwk**' i ^
/

2-

in^W i i
2

,4*3 V . ... <

> j

i - l *?*

f — 1 @f

/' / ^o

^ /,, _ ; ̂

/ - 57o

^^/Vo

" L^A*b>
U fn-*[1»

/ ~y o / 5^y / r̂ f ^ /
_ M S a

f <=J° ( (
P B . E . 1
/ - i ' 'r

1 II*"T /^ * i */ / ^^ . *^^(_/ / ^jr"~ ( *"7 /

1 i ^ r r *
\ ,B ^ E

( / .
/ 76? / 5 V (& in

P B / E ,

.5- j _ '. iJj__

7 ^^ ,M / s ~^~

f i-SL'Vo 1 77 /.;TC/ i-s^'ll

^ \m\lm ^o^ i

,

'

.Jf̂ /V- *,

(0- 1 1°

'

7 / T / Comouter

1SL Analytical Inc 6330 E 75tfiSt Su/te f52 Indianapolis IN 46250

7 ^° r ( s ^
1 -L f ( E tl

i ii

! * s

P B E

1 II

M S

P B E
1

A ^^y/o

Date / '

^

-

~~

—

'

f



EMSL Analytical, Inc.
6330 East 75th Street, Suite 152
Indianapolis, Indiana 46250
Phone (317) 570-5892 Fax (317) 570-5894

Attn Alma Rillera

1 1550 New Castle
Suite 250
Baton Rouge LA 70816

1 9 1998
Monday May 11 1998

Ret Number IN981417

POLARIZED LIGHT MICROSCOPY (PLM)

Performed by EPA 600/R-93/116 Method*

Project 020601RAG1

SAMPLE LOCATION APPEARANCE
SAMPLE

TREATMENT

ASBESTOS

% TYPE

NONASBESTOS

FIBROUS % NONFIBROU,

WBS1893G01 Brown

Non Fibrous
Homogeneous

Crushed None Detected 80% Quartz

20% Other

WBS1810G01 Brown

Non Fibrous
Homogeneous

Crushed None Detected

WBS1810G02 Brown

Non Fibrous
Homogeneous

Crushed 2% Chrysotile

WBS1810G03 Brown

Non Fibrous
Homogeneous

Crushed 1% Chrysotile

1% Crocidolite

80% Quartz

20% Other

78% Quartz

20% Other

78% Quartz

20% Other

WBS1810G04 Brown

Non Fibrous
Homogeneous

Crushed < 1 % Crocidolite 80% Quartz

20% Other

WBS1797G01 Brown

Non Fibrous
Homogeneous

Crushed 1% Chrysotile

2% Crocidolite

77% Quartz

20% Other

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also # of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

tarqaret Phillips
Analyst

Approved / \
Signatory

Disclaimers PLM has been known to mtss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot
be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by
NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid
Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples
Analysis performed by EMSL of Indianapolis (NVLAP Air and Bulk #200188-0)

(b) (6)



Analytical, Inc.
Attn Alma Rillera
Ecology & Environment
11550 New Castle Avenue
Suite 250
Baton Rouge LA 70816

6330 East 75th Street, Suite 152
Indianapolis, Indiana 46250
Phone (317) 570-5892 Fax (317) 570-5894

Monday May 11 1998

Ref Number IN981417

POLARIZED LIGHT MICROSCOPY (PLM)

Performed by EPA 600/R-93/116 Method*

Project 020601RAG1

SAMPLE LOCATION APPEARANCE
SAMPLE

TREATMENT

ASBESTOS

% TYPE

NONASBESTOS

FIBROUS % NONFIBROU

WBS1797G02 Brown

Non Fibrous

Crushed 1% Chrysotile

1% Crocidolite

i Homogeneous

78% Other

20% Other

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also # of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

larqaret Phillips
Analyst

Approved
Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot
be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by
NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid
Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples
Analysis performed by EMSL of Indianapolis (NVLAP Air and Bulk #200188 0)

(b) (6)



PLM Analysis Worksheet

Client Ecology & Environment

Address 11550 New Castle Avenue

Suite 250
Baton Rouge LA 70816

Fax (504) 363 - 4732

Project 020601RAG1

Logged 5/8/98

DatefTime Due 5/11/98

TAT 1 Day

900AM

Special Handling Billing Number

IN981417

Appearance I Treatment
Brown 6 Various 1 Fibrous 1 Homogeneous

2 Grey 7 Black 2 Non-Fibrous 2 Heterogeneous
3 Tan 8 Silver 3 Other 3 Other
4 While 9 Blue 4 Layers (#)
5 Red 0 Orange

1 Teased
2 Crushed
3 Dissolved
4 Ashed

Sample Location Appearance

Ijjfa i '
1 >

,VQ2f rt| |

Treatment

2-

Asbestos Results
1 Chrysoole
2 Amosite
3 Amhophyllite
4 Tremolite
5 Acnnolite
6 Crocidolite
0 None Detected

\
2
3
4
5
6
7

% ASBESTOS

NO

Fibrous
Cellulose
Glass
Mm Wool
Synthetic
Other
Wollastomte
Hair

Fibrous

Type %

Non Fibrous OptK
1 Quartz Prope
2 Mica
3 Gypsum
4 Cal Carbonate
5 Matrix , w ̂  "
6 Pertite i s^t,
7 Other >*>"*

Non Fibrous # j^- 2£

al
rties

s

1

E
1 PmUd

/ 9° ' "

\ 1 2o M

1 P B E

r/L

/ 5V /
i / "

18
1

^L=JL& */

10

7

/ 77
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1
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Analyst Computer Date

EMSL Analytical Inc., 6330 E 75th St Su/fe 152 Indianapolis IN 46250
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Relinquished by (Sigmwrtl Date / Time Relinquished by tSignawn) Date/Time Received by ($ignttur»l

Relinquished by ISigmwrt) Date / Time Received by ISignaturei Relinquished by (Signature) Date / Time Received by (Signtture)

Relinquished by (Signtturt) Date /Time Received for Laboratory by
IStyntwrtl

Date /Time
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(11/961

Distribution White Accompanies Shipment Pink to Coordinator Field
Green to Report Yellow Returns with Warrant
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EMSL Analytical, Inc.
6330 East 75th Street, Suite 152
Indianapolis, Indiana 46250
Phone (317) 570-5892 Fax (317) 570-5894

Attn Alma Rillera
Ecology & Environment
11550 New Castle Avenue
Suite 250
Baton Rouge LA 70816

Tuesday May 12 1998

Ref Number IN981434

POLARIZED LIGHT MICROSCOPY (PLM)

Performed by EPA 600/R-93/116 Method*

Project 020601RAG1

SAMPLE LOCATION APPEARANCE
SAMPLE

TREATMENT

ASBESTOS

% TYPE

NONASBESTOS

FIBROUS % NONFIBROU,

WBS1925G01 Brown

Non Fibrous
Homogeneous

Crushed < 1% Chrysotile 30% Quartz

70% Other

IWBS1925G02 Brown

Non Fibrous
i Homogeneous

Crushed None Detected

WBS1882G01 Brown

Non Fibrous
Homogeneous

Crushed None Detected

30% Quartz

70% Other

60% Quartz

40% Other

WBS1882G02 Brown

Non Fibrous
Homogeneous

Crushed None Detected

WBS1882G03

WBS1874G01

Brown

Non Fibrous
Homogeneous

Crushed < 1% Chrysotile

60% Quartz

40% Other

25% Quartz

75% Other

Brown

Non Fibrous
Homogeneous

i Crushed None Detected 25% Quartz
75% Other

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also # of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

Wasilewski
Analyst

Approved
Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot
be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by
NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid
Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples
Analysis performed by EMSL of Indianapolis (NVLAP Air and Bulk #200188 0)

(b) (6)



EMSL Analytical, Inc.
6330 East 75th Street, Suite 152
Indianapolis, Indiana 46250
Phone (317) 570-5892 Fax (317) 570-5894

Attn Alma Rillera
Ecology & Environment
11550 New Castle Avenue
Suite 250
Baton Rouge LA 70816

Tuesday May 12 1998

Ret Number IN981434

POLARIZED LIGHT MICROSCOPY (PLM)

Performed by EPA 600/R-93/116 Method*

Project 020601RAG1

SAMPLE LOCATION APPEARANCE
SAMPLE

TREATMENT

ASBESTOS

% TYPE

NONASBESTOS

FIBROUS % NONFIBROU

WBS1874G02 Brown

Non Fibrous
Homogeneous

Crushed 2% Chrysotile

< 1 % Crocidolite

30% Quartz

68% Other

IWBS1874G03

I

l

Brown

Non Fibrous
Homogeneous

Crushed < 1% Chrysotile

< 1 % Crocidolite

40% Quartz

60% Other

IWBS1874G04 Brown

Non Fibrous
Homogeneous

Crushed < 1% Chrysotile
< 1 % Crocidolite

WBS1882G04 Brown

Non Fibrous
Homogeneous

Crushed < 1 % Chrysotile

< 1% Crocidolite

30% Quartz
70% Other

40% Quartz

60% Other

WBS1882G05 Brown

Non Fibrous
Homogeneous

Crushed < 1 % Chrysotile

< 1 % Crocidolite

40% Quartz

60% Other

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also # of Layers refers to number of separable subsamples

NY samples also analyzed by ELAP 198 1 Method

Jane Wasilewski
Analyst

Approved
Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot
be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by
NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid
Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples

(b) (6)
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PLM Analysis Worksheet

Client Ecology & Environment

Address 11550 New Castle Avenue
Suite 250
Baton Rouge LA 70816

Fax (504) 363 - 4732

Project 020601 RAG 1

Logged 5/11/98

Date/Time Due 5/12/98

TAT 1 Day

900AM

Special Handling Billing Number

IN981434

Appearance Treatment
I Brown 6 Various I Fibrous I Homogeneous 1 Teased
2 Grey 7 Black 2 Non-Fibrous |2 Heterogeneous 2 Crushed
3 Tan S Silver 3 Other 3 Other 3 Dissolved
4 White 9 Blue 4 Layers (#) 4 Ashed
5 Red 0 Orange

Sample Location Appearance Treatment

Asbestos Results Fibrous , Non Fibrous 0
1 Chrysoule 1 Cellulose 1 Quartz Pr(

3 Amhophyllite 3 Mm Wool 3 Gypsum
4 Tremobte 4 Synthetic 4 Cal Carbonate
5 Acunolite 5 Other 5 Matnx i w «
6 Crocidolite 6 Wollastomte 6 Ferine , s.̂
0 None Detected 7 Hair 7 Other ' *•"*

Fibrous Non Fibrous t # i v. i L

% ASBESTOS 1 Type % Type ' % Layers
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PLM Analysis Worksheet

C'lent Ecology & Environment

Address

Fax

1 1 550 New Castle Avenue
Suite 250
Baton Rouge LA 70816
(504) 363 - 4732

Logged 5/11/98

Date/Time Due 5/12/98

TAT 1 Day

900AM

Special Handling Billing Number

IN981434

Project 020601 RAG 1

Appearance i Treatment Asbestos Results Fibrous Non Fibrous Optical
1 Brown 6 Various
2 Grey 7 Black
3 Tan 8 Silver
4 While 9 Blue
5 Red 0 Orange

1 Fibrous 1 Homogeneous
2 Non-Fibrous 2 Heterogeneous
3 Other |3 Other

,4 Layers (*)
1

1 Teased
2 Crushed
3 Dissolved
4 Ashed

Sample Location I Appearance Treatment

1 Chrysoole
2 Amosrte
3 Amhophyllite
4 Tremolite
i Actinobte
6 Crocidolite
0 None Detected

i
2
3
4
5
6
7

% ASBESTOS

Cellulose
Glass
Mm Wool
Synthetic
Other
Wollastomte
Hair

Fibrous

Type ' %

i Quartz Properties

3 Gypsum
4 Cal Carbonate
J Matrix 1 w "
6 Fertile i.snf,
7 Other > *-*

Non Fibrous # 1 v" "1̂
Tvoe % Layers
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EMSL Analytical, Inc.
6330 East 75th Street, Suite 152
Indianapolis, Indiana 46250
Phone (317) 570-5892 Fax (317) 570-5894

Attn Alma Rillera
Ecology & Environment
11550 New Castle Avenue
Suite 250
Baton Rouge LA 70816

RECDMAY191998
Wednesday May 13 1998

Ret Number IN981458

POLARIZED LIGHT MICROSCOPY (PLM)

Performed by EPA 600/R-93/116 Method*

Project 020601RAG1 - WESTBANK ASBESTOS

SAMPLE

fwBS1782Go7

LOCATION APPEARANCE

WBS1917G01

Brown

Non Fibrous
Homogeneous

Brown

Non Fibrous
Homogeneous

SAMPLE
TREATMENT

Crushed

Crushed

ASBESTOS

% TYPE

< 1% Chrysotile

< 1% Chrysotile

< 1% Crocidolite

NONASBESTOS

FIBROUS % NONFIBROUi

25% Quartz

75% Other

25% Quartz

75% Other

WBS1796G01

..

Brown

Non Fibrous
Homogeneous

Crushed < 1% Chrysotile

< 1 % Crocidolite
25% Quartz

75% Other

I

1WBS1965G01

r\/VBS1831G01

Brown

Non Fibrous
Homogeneous

Brown

Non Fibrous
Homogeneous

Crushed < 1% Chrysotile

Crushed None Detected

25% Quartz

75% Other

25% Quartz
75% Other

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also # of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

Clone Wasilewski
Analyst

Approved
Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot
be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by
NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid
Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples
Analysis performed by EMSL of Indianapolis (NVLAP Air and Bulk #200188 0)

(b) (6)



ENVIRONMENTAL PROTECTION AGENCY

OFFICIAL
CHAIN OF CUSTODY RECORD

PROJECT NAME

SAMPLERS' (Signtturtt

STATION LOCATION

Relinquished by (Signature! Received by (Signature)Relinquished by (Signature)

Relmqu/»ed|l6y Received by (Signature!Received by (Signature) Relinquished by (Signature)

Relinquished by Received for Laboratory by
(Signature)

A.rb.ll Number

EPA 7500-53
(11/96)

Distribution White Accompanies Shipment Pink lo Coordinator Field Hies
Green to Report Yellow Returns with Warrant
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PLM Analysis Worksheet

Client Ecology & Environment
.>

ddress 11550 Newcastle Avenue D
Suite 250
Baton Rouge LA 70816

Fax (504) 363 - 4732

Project 020601 RAG1 WESTBANK ASBESTOS

Appearance
I Brown 6 Various
2 Grey ^ Black
3 Tan 8 Silver
4 White 9 Blue
5 Red 0 Orange

1 Fibrous ' 1 Homogeneous
2 Non Fibrous 2 Heterogeneous
3 Other 3 Other

4 Layers (*)

Treatment
1 Teased
2 Crushed
3 Dissolved
4 Ashed

Sample ! Location Appearance

\ I

Treatment

Logged 5/12/98 TAT 1 Day

ate/Time Due 5/13/98 900AM

Special Handling Billing Number

IN981458

Asbestos Results
I Chrysoule
2 Amosite
3 Anthophylllte
4 Tremolile
i Actinolite
6 Crocidolite
0 None Detected

% ASBESTOS

I Fibrous
1 Cellulose
2 Glass
3 Min Wool
4 Synthetic
5 Other
6 Wollastomte
7 Hair

Fibrous
Type ' %

/ -<!

Non Fibrous C
1 Quartz Pr

3 Gypsum
4 Cal Carbonate
i Matrix , w „ "
6 Perlite i stmci*
7 Other ' *-*

Non Fibrous # ; j« \ L
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>

EMSL Analytical, Inc.
6330 East 75th Street, Suite 152
Indianapolis, Indiana 46250
Phone (317) 570-5892 Fax (317) 570-5894

Attn Chris Sansome
Ecology & Environment nrwn •• •
11550 New Castle Avenue RcCD Aio , 1 $ 1998
Suite 250
Baton Rouge LA 70816

Friday May 15 1998

Ref Number IN981505

POLARIZED LIGHT MICROSCOPY (PLM)

Performed by EPA 600/R-93/116 Method*

Project 020601 WESTBANK ASBESTOS

SAMPLE LOCATION APPEARANCE

|WBS1844G03
[PH II

Brown

Non Fibrous
Homogeneous

SAMPLE
TREATMENT

Crushed

ASBESTOS

% TYPE %

None Detected

NONASBESTOS

FIBROUS % NONFIBROU:

80% Quartz

20% Other

WBS1985G01 Brown

Non Fibrous
Homogeneous

Crushed 1% Chrysotile

1 % Crocidolite

78% Quartz

20% Other

WBS1939G01 Brown

Non Fibrous
Homogeneous

Crushed None Detected

WBS1939G02 

WBS1944G01

Brown

Non Fibrous
Homogeneous

Brown

Non Fibrous
Homogeneous

Crushed

Crushed

1% Chrysotile

1 % Crocidolite

None Detected

80% Quartz

20% Other

78% Quartz

20% Other

80% Quartz

20% Other

WBS1944G02 Brown

Non Fibrous
Homogeneous

I I

Crushed < 1% Chrysotile

< 1 % Crocidolite

_ . . I

80% Quartz

20% Other

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also # of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

brqaret Phillips
Analyst

Approved
Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot
be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by
NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid
Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples
Analysis performed by EMSL of Indianapolis (NVLAP Air and Bulk #200188-0)

(b) (6)



OFFICIAL
CHAIN OF CUSTODY RECORD

PROJ NO PROJECT NAME

SAMPLERS (Signature),

ZX

STA NO DATE TIME STATION LOCATION
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elinquishbd brf (Signature)

Relinquished by (Signature)

Date/Time

Date /Time

Date /Time

Shipped by

Received by Relinquished/by (Signature)

Received by (Signature/ / Relinquished by (Signature)

Received for Laboratory by
(Signature)

Datp /Time

Airbill Number
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Green to Report Yellow Returns with Warrant

Date /Time

Date /Time

Received by (Signature)

Received by (Signature)

Remarks
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Client Ecology & Environment

PLM Analysis Worksheet

Logged 5/14/98 TAT 1 Day

Address 1 1 550 New Castle Avenue
Suite 250
Baton Rouge LA 70816

Fax (504) 363 - 4732

Project 020601 WESTBANK ASBESTOS

Appearance Trea
1 Brown 6 Various
2 Grey 7 Blade
3 Tan 8 Silver
4 White 9 Blue
5 Red 0 Orange

Sample

1 Fibrous 1 Homogeneous 1 Tea
2 Non-Fibrous (2 Heterogeneous 2 CrUJ
3 Other 3 Other 3 Diss

4 Layers (*) 4 Ash.

Date/Time Due 5/15/98 900AM

I

Special Handling Billing Number

IN981505

tment I Asbestos Results Fibrous ' Non Fibrous Optical
led I Chrysolite
hed 2 Amosite
olved 3 Anthophylbte
3d 4 Tremolite

5 Acunolite
6 rrneidnhtt

0 None Detected

Location Appearance Treatment %ASBESTO?

i cdiuiose |i Ouanz Properties

3 Mm Wool |3 Gypsum
4 Synthetic U Cal Carbonate
5 Other ,5 Matrix , w

 M
 §

 s

6 Wollastomte 6 Perlite i smh i
7 Hair '7 Other ' *"•*

Fibrous Non Fibrous # il° iu- I'"1"
Tvoe % Type % Layers
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EMSL Analytical Inc. 6330 £ 75th St. Su/te 152, Indianapolis, IN 46250



EMSL Analytical, Inc.
6330 East 75th Street, Suite 152
Indianapolis, Indiana 46250
Phone (317) 570-5892 Fax (317) 570-5894

Attn Chris Samsome
Ecology & Environment
11550 New Castle Avenue
Suite 250
Baton Rouge LA 70816

Tuesday May 19 1998

Ref Number IN981545

(PLM)

Performed by EPA 600/R-93/116 Method*

Project 020601 - WESTBANK ASBESTOS

SAMPLE LOCATION

WBS1177G01 

APPEARANCE

Brown

Non Fibrous
Homogeneous

SAMPLE
TREATMENT

Crushed

asegsros
% TYPE %

None Detected '

A/OA//>SBESrOS

FIBROUS % NONFIBROU:

25% Quartz

75% Other

WBS1946G01 Brown

Non Fibrous
Homogeneous

Crushed None Detected 25% Q

75% O

WBS1961G01 Brown

Non Fibrous
Homogeneous

Crushed 2% Chrysotile 25% Quartz

73% Other

WBSPHASEIIG 
02A 

WBSPHASEIIG
02B

I

Brown

Non Fibrous
Homogeneous

Brown

Non Fibrous
Homogeneous

WBS1841G02P 
IHII 

Brown
..,,-..Non Fibrous
Homogeneous

Crushed

Crushed

Crushed

< 1% Chrysotile
< 1 % Crocidolite

< 1% Chrysotile

< 1 % Crocidolite

: 1 % Chrysotile

40% Quartz
60% Other

40% Quartz
60% Other

40% Quartz

60% Other

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also # of Layers refers to number of separable subsamples

NY samples also analyzed by ELAP 198 1 Method

Jane Wasilewski
Analyst

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot
be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report
may on|y te reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by
NVLAP nor any agency of the United Stales Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid
Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples
Analysis performed by EMSL of Indianapolis (NVLAP Air and Bulk #200188-0)

(b) (6)
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OFFICIAL
CHAIN OF CUSTODY RECORD

PROJECT NAME

•Relinquished b (Signature) Relinquished by (Signature) Received by (Signature)Received by (SignawrJ)

Relmqimh/d by (Signature) Received by (Signature)Received by (Signature) Relinquished by (Signature!

Relinquished by (Signature) Received for Laboratory by

Airbill Number

EPA 7500-53
(11/96)

Distribution White Accompanies Shipment Pink to Coordinator Field
Green to Report Yellow Returns with Warrant 6- 10222

(b) (6)

(b) (6)



PLM Analysis Worksheet

Client Ecology & Environment

Address 1 1550 New Castle Avenue
Suite 250

Baton Rouge LA 70816

Fax (504) 363 - 4732

Project 020601 WESTBANK ASBESTOS

Logged 5/18/98

Date/Time Due 5/19/98

TAT 1 Day

800AM

Special Handling Billing Number

IN981545

Appearance
1 Brown
2 Grey
3 Tan
4 White
5 Red

6 Various
7 Blade
8 Sliver
9 Blue
0 Orange

Sample

II Fibrous
>2 Non-Fibrous
13 Other

Location

1 1 Homogeneous
12 Heterogeneous
3 Other
'4 Layer. (*)

Treatment
1 Teased
2 Crushed
3 Dissolved
4 Ashed

Asbestos Results
1 Chrysoute
2 Amosite
3 Amhophyllite
4 Tremolne
5 Actinohte
6 Crocidoltte
0 None Detected

1
2
3
4
5
6
7

Appearance Treatment ' % ASBESTOS

Fibrous
Cellulose
Glass
Mm Wool
Synthetic
Other
Wollastomte
Hair

Fibrous

Type %

Non Fibrous
1 Quartz
2 Mica
3 Gypsum
4 Cal Carbonate
5 Matrix
6 Pertite
7 Other

Non-Fibrous
Type %

Optic
Prope

" ~

1 W VY
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Anal Computer Date

EMSL Analytical Inc. 6330 E 75th St Suite 152 Indianapolis, IN 46250



EMSL Analytical, Inc.
6330 East 75th Street, Suite 152
Indianapolis, Indiana 46250
Phone (317) 570-5892 Fax (317) 570-5894

Attn Chris Samsome
Ecology & Environment
11550 New Castle Avenue
Suite 250
Baton Rouge LA 70816

Wednesday May 20 1998

Ref Number IN981589

POLARIZED LIGHT MICROSCOPY (PLM)

Performed by EPA 600/R-93/116 Method*

Project 020601 WESTBANK ASBESTOS

SAMPLE LOCATION APPEARANCE
SAMPLE

TREATMENT

ASBESTOS

% TYPE

|WBS1797G01P
HII

WBS1913G01 

IWBS1913G02 

fwBS1986G01

WBS1797G02

IWBS1988G01

Brown

Non Fibrous
Homogeneous

Brown

Non Fibrous
Homogeneous

Brown

Non Fibrous
Homogeneous

Brown

Non Fibrous
Homogeneous

Brown

Non Fibrous
Homogeneous

Brown

Non Fibrous
Homogeneous

Crushed

Crushed

Crushed

Crushed

< 1 % Crocidolite

None Detected

< 1% Chrysotile

< 1% Crocidolite

1% Chrysotile

1% Crocidolite

MONASBESTOS
FIBROUS % NONFIBROU:

80% Quartz

20% Other

80% Quartz

20% Other

80% Quartz

20% Other

78% Quartz

20% Other

Crushed

Crushed

None Detected

1 % Chrysotile

1% Crocidolite

80% Quartz

20% Other

78% Quartz

20% Other

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also # of Layers refers to number of separable subsamples

NY samples also analyzed by ELAP 198 1 Method

Margaret Phillips
Analyst

Approved
Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot
be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by
NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid
Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples

(b) (6)



EMSL Analytical, Inc.
6330 East 75th Street, Suite 152
Indianapolis, Indiana 46250
Phone (317) 570-5892 Fax (317) 570-5894

Attn Chris Samsome
Ecology & Environment
11550 New Castle Avenue
Suite 250
Baton Rouge LA 70816

Wednesday May 20 1998

Ret Number IN981589

POLARIZED LIGHT MICROSCOPY (PLM)

Performed by EPA 600/R-93/116 Method*

Project 020601 WESTBANK ASBESTOS

SAMPLE LOCATION

WBS1988G02 

WBS1988G03 

APPEARANCE

Brown

Non Fibrous
Homogeneous

Brown

Non Fibrous
Homogeneous

SAMPLE
TREATMENT

Crushed

Crushed

/ASBESTOS

% TYPE

None Detected

< 1% Chrysotile

< 1 % Crocidolite

/VO/WSBESrOS

FIBROUS % NONFIBROU.

80% Quartz

20% Other

80% Quartz

20% Other

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also "# of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

Maraaret Phillips
Analyst

Approved
Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot
be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by
NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid
Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples

(b) (6)

(b) (6)



PLM Analysis Worksheet

Client Ecology & Environment

Address 11550 New Castle Avenue

Suite 250

Baton Rouge LA 70816

Fax (504)363 4732

Project 020601 WESTBANK ASBESTOS

Logged 5/19/98

Date/Time Due 5/20/98

TAT 1 Day

900AM

Special Handling Billing Number

IN981589

Appearance
| Brown 6 Various 1 Fibrous 1 1 Homogeneous
' 2 Grey 7 Black 2 Non-Fibrous 2 Heterogeneous

3 Tan 8 Silver 3 Other 3 Other
4 White 9 Blue 4 Layers (»)
5 Red 0 Orange

Treatment
1 Teased
2 Crushed
3 Dissolved
4 Ashed

Sample

^

Location Appearance

;

^

Treatment

-fr

Asbestos Results
1 Chrysotile
2 Amosite
3 Anthophyllite
4 Tremolite
5 Acttnolite
6 Crocidolne
0 None Detected

\
2
3
4
5
6
7

% ASBESTOS

tt-*(1»

Fibrous Non Fibrous
Cellulose 1 Qusnz
Glass 2 Mica
Mm Wool 13 Gypsum
Synthetic '4 Cat Carbonate
Other ,5 Matnx
WollMtontte (6 Pertee
Hair 7 Other

Fibrous Non Fibrous #

Type % Type % La*ers

l %o
7 <^o

Optical
Properties

i

;ii
ISpcofV

P B

2 V I ted
J H«h
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Analyst Date Computer Date

EMSL Analytical Inc 6330 E 75th St Suite 152 Indianapolis IN 46250



OFFICIAL
CHAIN OF CUSTODY RECORD

PROJECT NAME

STATION LOCATION

Relinquished by I Signature! Received by (Signature)Rehnquishpd by {Signature)

Received by (Signature)Relmqul(jln/bd by ISignawrtl Received by (Signature/ Relinquished by (Signature)
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'
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jr X
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Relinquished by (Signature)
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Distribution White Accompanies Shipment Pink to Coordinator Field Files
Green to Report Yellow Returns with Warrant

Date /Time Received by (Signtwrt)

Date /Time Received by (Signature)

Remarks

6- 10224

(b) (6)



EMSL Analytical, Inc.
6330 East 75th Street, Suite 152
Indianapolis, Indiana 46250
Phone (317) 570-5892 Fax (317) 570-5894

Attn Chris Samsome
Ecology & Environment
11550 New Castle Avenue
Suite 250
Baton Rouge LA 70816

Thursday May 21 1998

Ref Number IN981597

POLARIZED LIGHT MICROSCOPY (PLM)

Performed by EPA 600/R-93/116 Method*

Project 020601 WESTBANK ASBESTOS REMOVAL

SAMPLE LOCATION APPEARANCE
SAMPLE

TREATMENT

ASBESTOS

% TYPE

NONASBESTOS

FIBROUS % NONFIBROU

WBS1757G01 Brown

Non Fibrous
Homogeneous

Crushed < 1% Chrysotile

< 1 % Crocidolite

35% Quartz

65% Other

'WBS1792G01

i

Brown

Non Fibrous
Homogeneous

Crushed <i%cr
<1%Cr

Chrysotile

WBS1826G01

WBS1826G02

Brown

Non Fibrous
Homogeneous

Crushed < 1% Chrysotile

35% Quartz

65% Other

60% Quartz

40% Other

Brown

Non Fibrous
Homogeneous

Crushed < 1 % Chrysotile

.

60% Quartz

40% Other

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also W of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

one Wasilewski
Analyst

Approved
Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot
be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by
NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid
Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples
Analysis perfermod by CMCL of Indianapalu (MtfLAB Hir nnd inllr ffinnifffl n)

(b) (6)
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PLM Analysis Worksheet

Client Ecology & Environment

Address 11550 New Castle Avenue

Suite 250

Baton Rouge LA 70816

Fax (504)363 4732

Project 020601 WESTBANK ASBESTOS REMOVAL

Logged 5/20/98

Date/Time Due 5/21/98

TAT 1 Day

900AM

Special Handling

Appearance
1 Brown

Grey
3 Tan
4 While
i Red

6
7
3
9
0

Various
Black
Sil er
Blue
Orange

Sample

1 Fibrous
"> Non Fibrous
3 Other

Location

1 Homogeneous
i Heterogeneous
3 Other
4 Layers ((*)

Appearance

Treatment
1 Teased
2 Crushed
3 Dissolved
4 Ashed

Treatment

|
i

3
4
5
6
0

Asbestos Results
Chrysotile
Ajnosite
Anthophvllite
Tremolite
Actinoiite
Crocidolite
None Delected

2
3

i
7

% ASBESTOS

Fibrous
Cellulose
Glass
Mm Wool
Synthetic
Other
Wollastonite
Hair

Fibrous

Type %

Non Fibrous
I Quartz
2 Mica
3 Gypsum
4 Cat Carbonate
5 Matrix
6 Perhte
7 Other

Non Fibrous

Type %

#

Billing Number

IN981597

Optical
Properties

} H sh b

.Ur-±l

a

_3-i_

7

7

p

p

p

p
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I

M
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1

M
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1

M
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II
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E
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S

E

II

S

E

Computer Date

Inc 6330 E 75ff» Sf Suite 152 Indianapolis IN 46250



EMSL Analytical, Inc.
6330 East 75th Street, Suite 152
Indianapolis, Indiana 46250
Phone (317) 570-5892 Fax (317) 570-5894

Attn Maggie Lin
Ecology & Environment
11550 New Castle Avenue
Suite 250
Baton Rouge LA 70816

Tuesday May 26 1998
/

Ref Number IN981632

JUNO 11998

POLARIZED LIGHT MICROSCOPY (PLM)

Performed by EPA 600/R-93/116 Method*

Project 020601RAG1 WESTBANK ASBESTOS REMOVAL

SAMPLE LOCATION APPEARANCE
SAMPLE

TREATMENT

ASBESTOS

% TYPE

NONASBESTOS

FIBROUS % NONFIBROU

WBS1864G01

WBS1864G02 

Brown

Non Fibrous
Homogeneous

Brown

Non Fibrous
Homogeneous

Crushed None Detected 80% Quartz

20% Other

Crushed 2% Chrysotile

1 % Crocidolite

WBS1971G01 Brown

j Non Fibrous
Homogeneous

WBS1971G02 Brown

Non Fibrous
Homogeneous

Crushed

Crushed

None Detected

None Detected

77% Quartz

20% Other

80% Quartz

20% Other

80% Quartz

20% Other

IWBS1864G03

!WBS1971G03

Brown

Non Fibrous
Homogeneous

Crushed None Detected

Brown

Non Fibrous
Homogeneous

Crushed < 1% Chrysotile

< 1 % Crocidolite

80% Quartz

20% Other

80% Quartz

20% Other

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also # of Layers refers to number of separable subsamples

NY samples also analyzed by ELAP 198 1 Method

MqraaretThillips
Analyst

Approved (_3
Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot
be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by
NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid
Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples
Analysis performed by EMSL of Indianapolis (NVLAP Air and Bulk #200188-0)

(b) (6)



EMSL Analytical, Inc.
6330 East 75th Street, Suite 152
Indianapolis, Indiana 46250
Phone (317) 5 70-5892 Fax (317) 5 70-5894

Attn Maggie Lin
Ecology & Environment
11550 New Castle Avenue
Suite 250
Baton Rouge LA 70816

Tuesday May 26 1998

Ret Number IN981632

POLARIZED LIGHT MICROSCOPY (PLM)

Performed by EPA 600/R-93/116 Method*

Project 020601RAG1 WESTBANK ASBESTOS REMOVAL

SAMPLE LOCATION APPEARANCE
SAMPLE

TREATMENT

ASBESTOS

% TYPE

NONASBESTOS

FIBROUS % NONFIBROUS

WBS1971G04 Brown

Non Fibrous
Homogeneous

Crushed None Detected 80% Quartz

20% Other

WBS1971G05

1

Brown

Non Fibrous
Homogeneous

Crushed None Detected 80% Quartz

20% Other

WBS1971G06

WBS1809G01 

WBS1809G02

WBS1809G03

Brown

Non Fibrous
Homogeneous

Brown

Non Fibrous
Homogeneous

Brown

Non Fibrous
Homogeneous

Crushed None Detected

Brown

Non Fibrous
Homogeneous

Crushed

Crushed

Crushed

2% Chrysotile

2% Crocidolite

1% Chrysotile

2% Crocidolite

80% Quartz

20% Other

76% Quartz

20% Other

77% Quartz

20% Other

1% Chrysotile

1% Crocidolite

78% Quartz
20% Other

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also # of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

araaret Phillips
Analyst

Approved
Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot
be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by
NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid
Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples
Analysis pertormeo Dy tivtSL flf IMUmNclpUlls' (NV

(b) (6)
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Region 6 OFFICIAL

CHAIN OF CUSTODY RECORD

REGION' 6
1445 Ross Avenue, Suite 1200r ,

Dallas Texa875202-2733i >

PROJECT NAME

SAMPLERS (Signature)

m

STATION LOCATION

Relinquished by (Signature) Date/Time Received by (Signatur Received by (Signature)Relinquished by (Signature)

Relinquished by (Signature) Received by (Signature) Relinquished by (Signature) Received by (Signature)

Relinquished by (Signature) Received for Laboratory by
(Signature)

Airbill Number <Z(,

Distribution White Accompanies Shipment Pink to Coordinator Field Files
Green to Report Yellow Returns with Warrant

6- 19?3

(b) (6)

(b) (6)

(b) (6)

(b) (6)



Client Ecology & Environment

PLM Analysis Worksheet

Logged 5/22/98 TAT 1 Day

ddress

Fax

Project

1 Brown
2 Grey
3 Tan
4 White
i Red

1 1 550 New Castle Avenue
Suite 250
Baton Rouge LA 70816
(504) 363 - 4732

020601 RAG1 WESTBANK ASBESTOS

Appearance
6 Various 1 Fibrous 1 Homogeneous
7 Black 2 Non-Fibrous 2 Heterogeneous
8 Silver 3 Other 3 Other
9 Blue 14 Layers (»)
0 Orange

Sample Location Appearance

Date/Time Due 5/26/98 1000AM

I
I

REMOVAL

Treatment j Asbestos Results
11 Teaaod 1 Chrysotile
,2 Crushed 2 Amosite
3 Dissolved 3 Anthophyllne
4 Ashed 14 Tremolne

IS Actinohte
|6 CrocidoM?
'0 None Delected

"Treatment % ASBESTOS

Special Handling

Fibrous Non Fibrous
t Cellulose 1 Quartz
2 Glass 2 Mica
3 Mm Wool 3 Gypsum
4 Synthetic 4 Cal Carbonate
5 Other i Matrix
6 Wollastomte 6 Periite
7 Hair 7 Other

Fibrous Non Fibrous

Type % Type %

_

Billing Number

IN981632

Optical
Properties
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PLM Analysis Worksheet

Client Ecology & Environment Logged 5/22/98 TAT 1 Day

Address 11550N
Suite 25
Baton R

Fax (504) 36

Project 020601 R

ew Castle Avenue Date/Time Due 5/26/98 1000AM
r»u
ouge LA 70816 Special Handling

3 - 4732

AG1 WESTBANK ASBESTOS REMOVAL

Appearance ' Treatment [ Asbestos Results Fibrous Non Fibrous
Brown 6 Vanous

2 Grey 7 Black
3 T«n 8 Silver

i 4 While 9 Blue
, i Red 0 Orangel

Sample

'01^
I l<?7/4^

llo^f £o/

v /?0<H f l3

i

V).
Anftly^/WZ«tt

1 Fibrous 1 Homogeneous 1 Teased 1 Chrysolite 1 Cellulose 1 Quartz
2 Non-Fibrous 2 Heterogeneous 2 Crushed 2 Amosite 2 Glass 2 Mica
3 Other 3 Other 3 Dissolved 3 Amhophyttae 3 Mm Wool 3 Gypsum

4 Layers (It) 4 Ashed * Tremolile 4 Synthetic 4 Cal Carbonate
i 5 Actinobte 5 Other 5 Matrix

|S rrnortnlilr 6 Wollutonite fi Perlite
lO None Detected 7 Hair 7 Other

Fibrous Non Fibrous
' Location Appearance Treatment % ASBESTOS Type % Type % l

i i ' r-
i L / L/l/̂  i V ' £ O
1 _z. i _^ i -; ^o

i
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EMSL Analytical, Inc.
6330 East 75th Street, Suite 152
Indianapolis, Indiana 46250
Phone (317) 570-5892 Fax (317) 570-5894

Attn Maggie Lin
Ecology & Environment
11550 New Castle Avenue
Suite 250
Baton Rouge LA 70816

Wednesday May 27 1998

Ref Number IN981662

POLARIZED LIGHT MICROSCOPY (PLM)

Performed by EPA 600/R-93/116 Method*

Project WESTBANK ASBESTOS REMOVAL

SAMPLE LOCATION APPEARANCE

WBS1794G01 Brown
L ...
'Non Flbrous

' Homogeneous

SAMPLE
TREATMENT

Crushed

ASBESTOS

% TYPE
NONASBESTOS

FIBROUS % NONFIBROU

< 1 % Chrysotile 60% Quartz

40% Other

IWBS1934G01

I

rWBS1934G02

Brown

Non Fibrous
Homogeneous

Crushed 2%C
< 1 % CCrocidolite

Brown

Non Fibrous
Homogeneous

Crushed

rrWBS1962G01 Brown

Non-Fibrous
Homogeneous

Crushed

2% Chrysotile

< 1% Crocidolite

3% Chrysotile

45% Quartz

53% Other

45% Quartz
53% Other

40% Quartz
57% Other

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also # of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

Jane Wasilewski
Analyst

Approved
Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot
be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by
NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid
Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples
Analysis performed by EMSL of Indianapolis (NVLAP Air and Bulk #200188-0)

(b) (6)
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PLM Analysis Worksheet

Client Ecology & Environment

Address 11550 New Castle Avenue

Suite 250
Baton Rouge LA 70816

Fax (504)363 4732

Project WESTBANK ASBESTOS REMOVAL

Logged 5/26/98

Date/Time Due 5/27/98

TAT 1 Day

951 AM

Special Handling Billing Number

IN981662

Appearance
1 Brown 6 Vinous 1 Fibrous jl Homogeneous
2 Grey 7 Black 2 Non-Fibrous 2 Heterogeneous
3 Tan 8 Silver 3 Other 3 Other
4 White 9 Blue 4 Layers («)
i Red 0 Orange

Treatment
1 Teased
2 Crushed
3 Dissolved
4 Ashed

Sample Location | Appearance

, 11
\X G>s i 7^ ' £-•(? ( i <2-1 i .

Treatment

3

Asbestos Results
1 Chrysotile
2 Amosite
3 AnthophyUrte
4 Tremobte
5 Actinobte
6 Crocidotae
0 None Detected
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EMSL Analytical, Inc.
6330 East 75th Street, Suite 152
Indianapolis, Indiana 46250
Phone (317) 570-5892 Fax (317) 570-5894

Attn Gregory Day
Ecology & Environment
11550 New Castle Avenue
Suite 250
Baton Rouge LA 70816

Friday May 29 1998

Ref Number IN981684

POLARIZED LIGHT MICROSCOPY (PLM)

Performed by EPA 600/R-93/116 Method*

Project 020601RAG1 -WESTBANK ASBESTOS

SAMPLE LOCATION APPEARANCE
SAMPLE

TREATMENT

ASBESTOS

% TYPE

NONASBESTOS

FIBROUS % NONFIBROU

WBS1923G01 Brown

Non Fibrous
Homogeneous

Crushed 1%Chrysotile
1% Crocidolite

98% Other

WBS1923G02 Brown

Non Fibrous
Homogeneous

Crushed 2% Chrysotile 98% Other

3G03 Brown

Non Fibrous
Homogeneous

Crushed 2% Chr 98% Other

WBS1872G01 Brown

Non Fibrous
Homogeneous

Crushed 1% Chrysotile

< 1% Crocidolite
99% Other

/VBS1872G02 Brown

Non Fibrous
Homogeneous

Crushed 2% Chrysotile 98% Other

WBS1872G03 Brown

Non Fibrous
Homogeneous

Crushed 2% Chrysotile 98% Other

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also '# of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

Richard K Hardina
Analyst

Approved
Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot
be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by
NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid
Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples
Analysis performed by EMSL of Indianapolis (NVLAP Air and Bulk #200188-0)

(b) (6)



EMSL Analytical, Inc.
6330 East 75th Street, Suite 152
Indianapolis, Indiana 46250
Phone (317) 570-5892 Fax (317) 570-5894

Attn Gregory Day
Ecology & Environment
11550 New Castle Avenue
Suite 250
Baton Rouge LA 70816

Friday May 29 1998

Ret Number IN981684

POLARIZED LIGHT MICROSCOPY (PLM)

Performed by EPA 600/R-93/116 Method*

Project 020601RAG1 - WESTBANK ASBESTOS

SAMPLE LOCATION APPEARANCE
SAMPLE

TREATMENT

ASBESTOS

% TYPE

NONASBESTOS

FIBROUS % NONFIBROUS

WBS1872G05 Brown

Non Fibrous
Homogeneous

Crushed None Detected 100% Other

WBS1994G01 Brown

Non Fibrous
Homogeneous

Crushed None Detected 100% Other

WBS1994G02 I Brown

j Non Fibrous
,' Homogeneous

Crushed None Detected 100% Other

WBS1994G03 Browni
1 Non Fibrous
Homogeneous

Crushed < 1% Chrysotile 100% Other

WBS1933G01 Brown

Non Fibrous
Homogeneous

Crushed None Detected 100% Other

|WBS1933G02 Brown

Non Fibrous
Homogeneous

Crushed None Detected 100% Other

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also # of Layers refers to number of separable subsamples

NY samples also analyzed by ELAP 198 1 Method

Richard K Hardinq
Analyst

Approved
Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot
be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report
may only be reproduced in full with wntten approval by EMSL The above test must not be used by the client to claim product endorsement by
NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid
Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples
Analyse nerformad by EMSL of Indianapolis (NVUAP Air and Bulk #200186-0)
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EMSL Analytical, Inc.
6330 East 75th Street, Suite 152
Indianapolis, Indiana 46250
Phone (317) 570-5892 Fax (317) 570-5894

Attn Gregory Day
Ecology & Environment
11550 New Castle Avenue
Suite 250
Baton Rouge LA 70816

Friday May 29 1998

Ret Number IN981684

POLARIZED LIGHT MICROSCOPY (PLM)

Performed by EPA 600/R-93/116 Method*

Project 020601RAG1 -WESTBANK ASBESTOS

SAMPLE

WBS1933G03

LOCATION APPEARANCE
SAMPLE

TREATMENT

Brown

Non Fibrous
Homogeneous

Crushed

ASBESTOS

% TYPE

< 1% Chrysotile

NONASBESTOS

FIBROUS % NONFIBROUS

100% Other

WBS1933G04 Brown

Non Fibrous
Homogeneous

Crushed < 1% Chrysotile

< 1% Crocidolite

100% Other

WBS1933G05 Brown

Non Fibrous
Homogeneous

Crushed 1% Chrysotile

< 1% Crocidolite

99% Other

WBS1872G04 Brown

Non Fibrous
Homogeneous

Crushed None Detected 100% Other

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also * of Layers refers to number of separable subsamples

' NY samples also analyzed by ELAP 198 1 Method

Richard K Hardina
Analyst

Approved
Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot
be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by
NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid
Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples
Analog nerformed bv EMSL of Indianapolis (NVLAP Air and Bulk #200188-0)
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PLM Analysis Worksheet

Client Ecology & Environment

Address 11550 New Castle Avenue
Suite 250
Baton Rouge LA 70816

Fax (504)363 4732

Project 020601RAG1 WESTBANK ASBESTOS

Logged 5/27/98

Date/Time Due 5/28/98

TAT 1 Day

900AM

Special Handling Billing Number

IN981684

Appearance
I Brown 6 Various
2 Grey 7 Black
3 Tan 8 Silver
4 White 9 Blue
5 Red 0 Orange

1 Fibrous
2 Non-Fibrous
3 Other

1 Homogeneous
2 Heterogeneous
3 Other
4 Layers (#)

Treatment
1 Teased
2 Crushed
3 Dissolved
4 Ashed

Sample Location Appearance Treatment

/

I
X^

Asbestos Results
1 Chryjotile
2 Amosite
3 Amhophyllite
4 Tremolite
i Actinolile
6 Croadolite
0 None Detected

Fibrous
1 Cellulose
2 Glass
3 Min Wool
4 Synthetic
5 Other
6 Wollastorute
7 Hair

: Fibrous

% ASBESTOS ' Type %

Non-Fibrous { Optic
1 Quartz ' Prope

3 Gypsum
4 Cal Carbonate
SVUtnx «
6 Perlne i smi*
7 Other )!p-*

Non Fibrous # k{- '.£,
Type % 'Layers! JH*
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PLM Analysis Worksheet

Client Ecology & Environment

Address 11550 New Castle Avenue
Suite 250
Baton Rouge LA 70816

Fax (504) 363 - 4732

Project 020601RAG1 WESTBANK ASBESTOS

Logged 5/27/98

Date/Time Due 5/28/98

TAT 1 Day

900AM

Special Handling Billing Number

IN981684

Appearance
1 Brown 6 Various 1 Fibrous
2 Grey 7 Black 2 Non-Fib
3 Tan 8 Silver 3 Other
4 White 9 Blue
5 Red 0 Orange

1 Homogeneous
rous 2 Heterogeneous

3 Other
|4 Layers (#)

Treatment
1 Teased
2 Crushed
3 Dissolved
4 Ashed

Sample Locatio
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*
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1 Chrysotile
2 Amosite
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i Actinohte
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0 None Detected
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